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PROFESORADO

Profesorado responsable: VICENTE MARQUES CIFRE

Otros:

REQUISITOS

Es necesario haber cursado asignaturas previas relacionadas con la ciencia y tecnologia de los materiales (tener conceptos basicos de
fractura, fatiga, fluencia, corrosion, soldadura, ensayos no destructivos).

METODOLOGIAS DOCENTES

OBJETIVOS DE APRENDIZAJE DE LA ASIGNATURA

Ver version en inglés.

HORAS TOTALES DE DEDICACION DEL ESTUDIANTADO

Tipo Horas Porcentaje
Horas grupo grande 30,0 40.00
Horas aprendizaje auténomo 45,0 60.00

Dedicacion total: 75 h

CONTENIDOS

titulo castellano

Descripcion:
contenido castellano

Dedicacion: 25h

Grupo grande/Teoria: 10h
Aprendizaje autonomo: 15h
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SISTEMA DE CALIFICACION
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- Brooks, Charlie R.; Choudhury, A. Metallurgical failure analysis. New York [etc.]: McGraw-Hill, cop. 1993. ISBN 007008078X.

- Jones, David R. H. Failure analysis case studies. Amsterdam [etc.]: Pergamon, cop. 2001. ISBN 0080439594.

- Powell, Gordon W.; Mahmoud, Salah E. ASM handbook. Vol. 11, Failure analysis and prevention. 9th ed. Metals Park, Ohio:
American Society for Metals, 1986.

- Reddy, A. Venugopal. Investigation of aeronautical and engineering component failures. Boca Raton, FL: CRC Press, 2004. ISBN
0849323142.
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